0.9-
0.8-
0.7
0.6
0.5-
0.4-
0.3
0.2
0.1

Intensity

35000/

30000

25000

20000

Intensity

15000

10000

50001

— NF1 - matched Terephthalic acid (1.0)

— NF2 - matched Terephthalic acid (1.0)
NF6 - matched Terephthalic acid (1.0)

— NF7 - matched Terephthalic acid (1.0)

=— F1 - matched Terephthalic acid (1.0)

— F4 - matched Terephthalic acid (1.0)

=— PET Std - matched Terephthalic acid (1.0)

2800 2600 2400 2200 2000 1800 1600 1400 1200 1000 800 600 400 200
Raman Shift [1/cm]

608
4425

2424

— F5 - matched Paint (0.566886) |

— b)

Absorbance
o
(9]

2800 2600 2400 2200 2000 1800 1600 1400 1200 1000 800 600 400 200
Raman Shift [1/cm]

- F4 matched to HDPE 0.788
- F1 matched to HPDE 0.832
- HDPE CAS=25213-02-9

Absorbance

4000 3500 3000 2500 2000 1500 1000

Wavenumbers [1/cm]

== HDPE CAS=25213-02-9 subtracted from Ff4 matched to PET 0.913
== HDPE CAS=25213-02-9 subtracted from F1 matched to PET 0.855
=== PET Standard

4000 3500 3000 2500 2000 1500 1000
Wavenumbers [1/cm]



